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Nickel-and C.iatt-Bak

H. J. Wagner mot

PHYSICAL METALLURGY levels appeared to (1) shift the gamma/gamma-prime
eutectic reaction toward higher alumium-plus-titanium
levels and (2) to decrease the size (coarspness) of

Thermomechanical Treatment ef Compressor Disk Alloy the ganma-prime prezipitate. In both effects, more
variation occurred between 0 end 5 percent chromium
than between 5 and 10 percent.

Preliminary results have been reported on
tLe effects of various thermomechanical treatments Other observations were that increasing
applied to Alloy AF-3, General Electric's experi- the chromium content of TRW 1900 appeared to in-
mental alloy for hot turbine-engine compressor crease the proneness to sigma formation and to lower
disks.(i) Composition of Alloy AF-3 is NI-0.15C- the gamma-prime solution temperature, but increasing
3.5AI-2.5Ti-15Cr-8Co-3.5Cb-3.5W-3.SMo-0.05Zr-O.0B. the chromium content also increased the stress-rupture
The starting material for the study was 1/4 to 3/8- life at 1400 and 1800 F.
inch-diameter rods prepared by hot rolling of ex-
truded stock. After hot rolling, the material was PROCESS DEVELOPMENT
solution treated at 2000 F for 1 hour and then
intermediate-aged at temperatures from 1450 to 1850 Meltino and Foroino of AF2-lDA Alloy
F, the objective of which was to promote more duc-
tile grain boundaries by precipitating discrete
carbide particles. Subsequently, eight different A 3000 lb production heat of Unitemp AF
combinations of deformation and aging treatments 2-IDA alloy has been melted (vacuum induction followed
were applied, by vacuum consumable-arc remelting) and cast into

13-inch-diameter ingots, and press forged to a 6-
On the basis of 1000 F creep and tensile inch octagon.(3) Considerable difficulty was en-

properties, the optimum treatment was concluded to countered in forging the cast alloy because of its
be as follows: intermediate age at 1650 F/24hr/AC, poor ductility. At 2100 F, the cast material was
resolution at 2000 F/1 hr/AC, and age at 1100 F1' reported to have no ductility, and even within the
64 hr * 1350 F/64 hr. At 1000 F, the tensile specified working range, 2050 to 1850 F, the reduc-
strength was about 240 ksi, notch-tensile strength tion of area was not over 18.9 percent at a strain
285 ksi, yield strength (0.2 percent offset) 175 rate of 20 in./in./sec. The forged octagon, however,
ksi, reduction of area 16 percent, and elonga- was far more ductile than the cast ingot, showing a
tion 15 percent. The time to produce 0.2 percent 50-degree F increase in workability range, and
creep at 1000 F was 1500 hr at a stress of 150 ksi. showing a reduction of area between 20 and 58 per-
Very little change in microstructure was observed cent at 20 in./in./sec. in the range cf 1850 to
after 1500 hr at 1200 or 1400 F, but an acicular 2100 F.
phase, tentatively identified as sigma, appeared
after aging at 1600 F. While 1600 F is expected Microstructural examination and analysis
to be far beyond the normal operating range for of extracted phases showed that a grain boundary
the alloy, the occurance of sigma at this tempera- network of gamma-prime was present in the cast ingot,
ture was taken to indicate the need for long-time but these were randomly distributed throughout the
microstructural-stability studies at the lower tem- wrought structure. Neither sigma nor mu phase were
peratures. found after thermal cycling under conditions designed

to produce these phases.
Eftect of Comoosition Of Microconstituents

Directional Solidification of TAZ-8B Alloy

The influence of chromium or gamma-prime
formation in nickel-base alloys is being studied Directional solidification of NASA's TAZ-8B
as part of TRW's program on microstructural stabi- alloy (NI-6Cr-5Co-6A1-8Ta-4W-4Mo-l.SCb-lZr-O.l25C-
lity of superalloys.k2) Six alloys based on TRW 0.004B) markedly increases its tensile strength,
1900 were investigated; these represented two com- elongation, and creep-rupture strenth.(4) The alloy
binations of aluminum-plus-titanium weight percent- was cooled in a heated mold having contr.lled terr-
ages (1Ti + 6.3 Al and 2Ti + 7A1) and three chro- perature zones, in order to promote the oriented
mium levels (IC, 5, and 0 percent). The remainder grain structure. Figures 1 and 2 show the mechani-
of the alloy was 10 Co, 9 W, 1.5 Cb, 0.03 B, 0.1 Zr, cal properties in comparison with random polycry-
balance Ni. stalline TAZ-8B alloy.

Chromium was found to have two major effects
on gamma-prime formation. Increasing the chromium
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FIGUE 1.COMPRISO OFiTRSR.JPTJRE PROPERTIES mal I

ALY(4 IETOA.PLaYTLIETZ8 FIGURE 2. TENSILE PRPERTIES CF TAZ-8 ALLCY SERIES( 4)

It~nufactsfIna Methods for Producing Alloy and notch sensitivity by an aging treatment of 700 F

L-60 R~rwarefor 10 hours.

Tubino and Bar Process Develoomnt of Nickel-
At Marquardt, Alloy L-tOS has been used in~ Chromium-Thoria Alloys

the cold-worked condition for numserous aerospace

applicat ons, such as combustion chambers and tail
pipes. (51 These combustion-chaber components were DuPont's final report on the development of
designed to utilize the high strength-to-weight manufacturing processes for TD Nickei-Chronium
ratios that can be obtained by cold shear spinning, describes the procedures for obtaining 1/8-In. C.D. x
Hlowever, in some cases gross cracking has occurred 0.012-in wall tubing and 1/4-in.-diameter barA 6)
either during shear spinning or during a final ex-
pending operation. Control of the microstructure The preferred process f or tubing was to ex-
and hardness we% found to be particularly Important trude B-in.-diameter compact, to 4-in, billets for
for the shear spinning of Alloy L-605 forgings. reextrusion to tube blanks. Extrusion rnonditions
Investigation of the effects of variations In iross, of 1-1/2-in. O.D. x 3/16-in, well blanks were developed
silicon, and manganese contenxs on hot and cold for both 1800 F and 220 F extrusion temperatres,
fabricability revealed no clearly defined effects but better fabricability In subsequent processing
of iron or manganese, but showed that silicon was observed with the 2200 F extrusions.
should be held to a maximia of 0.25 percent. Vscuum-
induction malted plus vacuium-arc remielted material Of several alternatives investigated for
seamed to be slightly inore fabricable than air- subsequent reduction to tubing, the best was to
melted plus vacuui-arc-rmelted material. "tube reduce" to about 7/8-in. 0.D. then cold draw

with 25 percent area reductior. per pass with inter-
The optimum annealing parameters were found mediate anneals at 2200 F. The finished 1/4-in.

to vary from heat to heat of the same composition tubing had ultimate tensile strengths of G=0 to
and with prior fabrication Istoryj however, 7000 psi at 2000 F.
Marquardt recomended that annealing time end tem-
perature be selected so as to minimize hardness, Attempts to warm draw, as a means of In-
grain-growth, and grain-boundary precipit ates. The creasing high-temperature strength, were of limited
forging temperature for sheer spinning preforms success, but further work would be necessary to
should be high enough to minimize grain-boundry bring this development to the degree reached by the
carbides and low enough for grain size control, cold-drawing route.
Th'. optisam temperature appeared to be approximately
2150 F. For producing rod experimentally, extrusion,

swaging, rolling, and rotary forging were used of-
The loom-temperature strength properties of 'ectively. Rod 1-in, In diameter had an ultimate

20 percent cold-worked allay could be increased strength of 15,000 to 20,000 psi and elongations of
significantl;. with a minimuim decrease in ductility 5 to 18 percent at 2000 F. A imited amount of 1/d-j In. rod was produced.
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APPLICATIONS for further investigation and development vas
Gencral Electric's 1541 alloy (Fe-15Cr-4A1-0.7 Y).

Lightweight Heat Exchanger Materials These alloys were selected on the basis of cyclic
oxidation tests at temperatures up to 2200 F for

TD Nickel, L-605 and Hastelloy X alloys were 600 hr, mechanical-property retention, and fabrica-
eraluated as tubing materials in a tube-and-shell tion considerations.
type heat exchanger for hydrogen-air service with a
maximum air inlet temperature of 2540 F and a Included in the oxidation evaluation were
maximum metal temperature of 2140 F.(7) The heat measurements of weight gain, weight of spelled oxide,
exchanger was divided into three zones, with in- and depth of oxidation penetration. TD Nickel-
creasingly higher maximum metal temperatures, and Chromium rated high in each of these categories.
accordingly made of different materials: Alloy DH242 was also good in these respects, ex-

pecially at 2100 and 2200 F, but it was surpassed
High-temperature zone: 2140 F - TD Nickel by the iron-chromium-aluminum alloys.
Intermediate temperature zone: 1840 F -
Alloy L-605 Rentention of strength and ductility after

Low-temperature zones 1540 F - Hastelloy X the cyclic temperature exposure was found to be good
for each of the four alloys.

The heat exchangers utilized 1/8-inch O.D. thin-
walled (10 mils or less) tubing. Various coating Fabrication into fine wire was considered
systems applied to TD Nickel and Alloy L-605 were a difficulty only for TO Nickel-Chromium; GE1541
also evaluated, alloy is not yet widely available as wire. DH242

and Hastelloy X wire, on the other hand, are easily
The use of TD Nickel ir the high-temperature obtainable. Sintering, which will be refined to

zone was limited to a maximum metal temperature of form a rigid structure from wire, is expected to be
2000 F since no satisfactory coating systems were difficult for the GE1541 alloy because of its
found. For a 9-mil-wall thickness, the maximum yttrium content, and possibly sintering will be dif-
metal temperature recommended for uncoated, brazed ficult als with Hastelloy X. Electron-beam welding
TD Nickel tubing was 1950 F. of all alloys except TD Nickel-Chromium was found

to be good.
For L-605 alloy tubing having an 8-mil thick

wall, the maximum metal temperature was 1840 F when In summary, the alloys selected for further
theMisco MDC-1.A -eating was applied for oxidation investigation as wire were the result of the judg-
protection. Alloy L-605 was generally found to be ments and evaluation of several areas spanning a
an attractive heat exchanger material having higher wide range of conditions and performance caraeteris-
ductility than TD Nickel. Moreover, brazing and tics.

welding of the L-605 alloy were more readily accom-
plished than for TD Nickel. The advantage of TD OXIDATION AND HOT O3RROSION
Nickel over Alloy L-605 appeared to be marginal. Effect of Rare Earths

Hastelloy X tubing with a 3-mil wall was
found to meet the service requirements of the low- Preliminary observations of the effect of
temperature zone. rare-earth additions on the oxidation resistance of

nickel-base superalloyG Rene' 00 and AF 2-1DA have
Cast Forging Dies led to the conclusion that the behavior should not

be generalized.k10
) 

Addition of some elements, at
IN 100 and MAR-M200 have been selected from the proper concentration, can improve oxidation

six candidate nickel and cobalt alloys for further resistance and/or hot-corrosion resistance at cer-
investigation as prep sion-cast hot-forging dies tamn temperatures. The improved surface stability
for titanium alloysY.8) Over the temperature range was found to be at the expense of mechanical pro-
of interest, these two alloys had higher compressive perties, however.
yield strengths and higher hot hardness than Alloy
713 C, Udimet 700, F-484, and X-40. As an example, static and cyclic oxidation

tests of Rend 100 modifications at 1600 and 1800 F
For the molding material, IIT Research showed that certain additions of yttrium, gadolinium,

Institute chose a zircon-base ceramic facing shell manganese, yttrium plus thorium plus manganese, and
backed with sodium silicate bonded magnesite. This lanthanum plus manganese improved the behavior of the
molding material was selected because of its high base alloy by factors of 2 to 20. Lanthanum and
thermal diffusivity. cerium, which were least effective in oxidation,

improved the hot-corrosion resistance of Rene 100
Mterials For Transpiration-Cooled Turbine Blades by factors of 10 to 30, although gadolinium was the

most effective in improving both oxidation resistance
TD Nickel-Chromium*, DH242*, and Hastelloy and hot-corrosion resistance.

X have been selected for investigation as 5-mil
wire for eventual application io pi.i:, transpire- Tensile ductility and stress rupture were
tion-cooled gas-turbine blades. 

9  
Also recommende drastically reduced by the reactive metal additions,

but hedL tr-atment was suggestfd as a means of
remedying the adverse -fr.

C Trademark of Fansteel Metallurgical Corporation.
*e Trademark of Driver-Harris Company. Nominal

compisition is Ni-2OCr-lCb.
Trademark of Union Carbide Corporation.
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SYMPOSIUM NOTICE
RelatoCnship to Composition

The list Annual Meeting of the American

Allison Division of Gcnral Motors found Society for Testing and Materials (ASTM) will be

t .at the vclume loss in hot-corrosion tests of ten held at San Fransico during June 23-28, 1968. There

cast nickel-base superalloys decreased with in- are many interesting symposia planned for the

creasing chromium and aluminum contents, and in- meeting. Two such symposia that should be of in-

creased with increasing amounts of tungsten and terest to readers of the Review of Recent Develop-

molybdenum.(11) The variables were related by the ments are:

equation: Biaxial Behavior of Alloys sponsored by

lo V11 = 5.85238 x 10- 9 
T
3 - 1.33860 x the ASTM-ASME-MPC Joint Committee on The

Effect of Temperature on the Properties
10-5 T2 ± 6.32837 2 10-2 W + 8.63834 x of Metals (two sessions, June 24).

10-2 MO -6.77702 x 10-2 Cr - 8.982 x Interfaces in Composites, sponsored by

10-2 Al + 11.2807, ASTM Committee D-30 on Hign-Moduius ribers

where T is the maximum temperature in cycling test, and Thin Composites (two sessions, June 28).

VL is the volume loss, and W, Mo, Cr, and Al re- REFEkENE5
present the weight percentages of these elements.

(1) Prelimlniary information from Crai Eiectric
The alloys tested were 713Cs 713C modified Company, incl.. , _ on U.S. Air ForceContract F 33615-67-C-1301 .

by increasing the chromium content by 2 
percent,

713C modified by increasing the chromium as before (2) Preliminary information from TRA. Inc.,
and adding 0.38 percent yttrium, IN 100, fGiR 235, vn( ., on U.S. Air Force

PDRL 163, IN 728 NX, MAR-M42i iwith chromium 1 per-

cent lower than specification), MAR-M246, and In~-" (3) Prelminary information from Universal--yclps
717. Nominal compositions of the alloys are shwn* Specialty Steel Divilon, Cyclops Corporation,

Bridgeville. Pa.. on 'j. S. Air Force -ontract
in Table 1 (boron, zirconium, and carbon omitted), F33615-67-C-i056.

In statistically designed experiments, eight (4) Freche, J. C., Waters, 0. J., and Ashbrook,
I. L., "The Application of Directional Solidtft-

tests each cycling 500 Limes in a hot-corroslon rig cation to a NASA Nickel-Base Alloy (TAZ-ED"
to maximum temperatures of 1700 to 1900 F were run Report NASA TM X-52346, NASA Lewis Researzh

Center, Cleveland, C., paper to be presentedon each alloy, at the SAE meeting, Detroit, Mich., May 20-22,
1968.

TAiLE i. NlMINAL XMPCSITICN IF NIZKEL-BASE SUPERALLCYS(il) (5) Harlow, R. A., "Manufacturing Methods for Pro"
ducing L-605 Hardware", Final Report AFRL-TR-

A! loy 2r i Al1 t No W Other 67-414 The Marquardt Corporation Van * uys,
Calif., Contract F33615-67-Ci154 UJanuary 1968).

713C 14 0.85 6.0 2.3 4.5 - -
712: fd -) 1b 0.85 6.0 2.3 4.5 - - (6) Peterson, E. V., "Development of a Tubing and

Bar Process for a Dispersion Strengthened Ni-
'13 ,Mod .r o) U.85 6.0 2.3 4.5 - - Cr-Th0 2 Alloy", Final Report AFL-TR-67-364,
IN l00 10.3 4.8 5 5 3.0 - 0.85V, 14 Co E. I. duPont de Nemours & Company, Inc.,

Baltimore, Md., Contract AF33(615)-2072
G1R 235 15.5 2.0 3.0 - 5.3 - 10 Fe (November 1967).
PDR 163 17 - 6.3 1.0 1.5 2 2 Oa (7) Buchman, 0. A., "Development of Manufacturing
IN 728 AX 17 - 6.3 1.0 1.5 2 10 CG, 2 Ta Processes for a Lightweight Heat Transfer Sy-
EWR-N421 15,5 1.8 4.3 1.8 1.8 3.5 10 Co stew', Final Report AFUL-TR-67-300, Part 1,

The Garrett Corporation, Los Angeles. Calif.,MAR-M246 7 1.5 5.5 - 2.5 10 10 Co, 1.5 Ta Contract AF33(615)-1926 (December 1967).
lnr: 717 11 1.0 7.7 2.4 3.5 - 9.5 Co (8) Preliminary information from SIT Research In-

stitute, Chicago, Ill. on U. S. Air Force Con-
tract F33615-67-0-1722.

(9) Cole, F. W., Padden. J. B., and Spencer. A. R.,"Oxidation Resistant Materials for Transpiration
Cooled Gas Turbine Blades", Report NASA CR-930

According to the report, PDRL 163 and (Februa.y I:9).
IN 728 NX showed significantly better resistance (10) Preliminary Information from enoorai Electric
to hot corrosion than all other alloys at cyclic Company, Cincinnati, 0. on U.S. Air Force Con-
temperatures through 1850 F. The 713C modifica- tract AF33(615)-2861.
tions were significantly better than standard 713C (11) Ryan, K.H., Kildsig, J.R., and Hamilton, P.E.,
only at 1800 ard 1850 F maximum cycle temperatures. "Investigation of Hot Corrosion of Nickel Base

Superalloys Used In Gas Turbine Enginee,
Final Report AFUL-TR-67-306, Allison Division,
General Motors Corporation, Indianapolls, ld.,
Contract 8F331615)-5211 (August 1967).
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